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SPECIFICATION IDCURRENT REVChangeDate PSDS CHANGE NO. NOTES
D2-5000 CK 3/15/23 PROTECTIVE FINISH CODES     NEW REV 

D2-5000 0 1/19/23 9-3 PROTECTIVE FINISH CODES
D2-5000 A 3/15/23 1-1 ADD TO LIST   NEW REV
D2-5000 01 3/15/23 DCNPSO 023716 01 DCNPSO 023716 01 SUPERSEDED DCNPSO 022292 01
D6-5000 CA 3/25/24 SPECIAL COMMERCIAL AIRPLANE COMPANY FINISH CODES
D6-5000 01 3/25/24 DCNPSO 026044 01
BAC5019 AA 5/15/23 CHROMIC ACID ANODIZING

BAC5019 - 1/19/23 1-5 ADD TO LIST 
BAC5019 - 1/19/23 1-6 ADD TO LIST 
BAC5019 - 1/19/23 1-7 ADD TO LIST 
BAC5019 - 1/19/23 1-8 ADD TO LIST 
BAC5019 0 1/19/23 6-135 CHROMIC ACID ANODIZING
BAC5019 0 1/19/23 6-145
BAC5019 01 5/15/23 DCNPSO 024017 01 ADD TO LIST 
BAC5225 R 1/19/23 CLEANING PROCEDURES FOR ELECTRICAL/ELECTRONIC PARTS, PRINTED-WIRING BOARDS AND ASSEMBLIES
BAC5225 0 1/19/23 6-6
BAC5225 0 1/19/23 9-23
BAC5325 R 3/14/23 NEW REV
BAC5325 01 3/14/23 DCNPSO 019643 01 DCNPSO 019643 01 SUPERSEDED DCNPSO 012405 01
BAC5423 Y 1/19/23 PENETRANT METHODS OF TESTING

BAC5423 0 1/19/23 6-155
BAC5423 0 1/19/23 8-17 PENETRANT METHODS OF INSPECTION

BAC5423 01 1/19/23 DCNPSO 000000 01 BAC5423 DOCUMENT CHANGE NOTICE

BAC5602 AH 1/20/23 NEW REVISION / HEAT TREATMENT OF ALUMINUM ALLOYS
BAC5602 01 1/20/23 DCNPSO 011896 01
BAC5602 0 1/20/23 6-182
BAC5602 0 1/20/23 6-184
BAC5602 0 1/20/23 6-203
BAC5602 A 1/20/23 1-7 NEW REVISION / HEAT TREATMENT OF ALUMINUM ALLOYS
BAC5602 - 1/20/23 1-6 ADD TO LIST 
BAC5602 - 1/20/23 1-8 ADD TO LIST 
BAC5602 - 1/20/23 1-9 ADD TO LIST 
BAC5632 G 6/2/23 BORIC ACID - SULFURIC ACID ANODIZING
BAC5632 - 1/19/23 1-3 ADD TO LIST 
BAC5632 01 6/2/23 DCNPSO 024100 01 ADD TO LIST 
BAC5650 G 3/25/24 HARDNESS TESTING

BAC5650 0 1/19/23 6-4 ADD TO LIST 
BAC5650 0 1/19/23 6-5 ADD TO LIST 
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BAC5650 0 1/19/23 8-2 ADD TO LIST 
BAC5650 01 11/21/23 DCNPSO 026883 01 NEW TO LIST
BAC5651 D 1/19/23 EDDY CURRENT ELECTRICAL CONDUCTIVITY INSPECTION

BAC5665 D 9/18/18 APPLICATION OF SOL-GEL CONVERSION COATINGS ON CORROSION RESISTANT ALLOYS
BAC5665 0 9/18/18 6-7
BAC5665 01 9/18/18 DCNPSO-004808_01
BAC5710 AG 3/15/24 APPLICATION OF SPECIAL PURPOSE COATINGS
BAC5710 01 3/15/24 DCNPSO 027452 01 221
BAC5710 0 1/20/23 6-144
BAC5710 0 1/20/23 6-147
BAC5710 0 1/20/23 9-25
BAC5710 - 1/20/23 1-10 NEW TO LIST
BAC5710 - 1/20/23 1-12 NEW TO LIST
BAC5710 - 1/20/23 1-11 NEW TO LIST
BAC5719 AB 1/19/23 CHEMICAL CONVERSION COATINGS FOR ALUMINUM AND ALUMINUM ALLOYS

BAC5719 - 1/19/23 1-10 NEW TO LIST
BAC5719 - 1/19/23 1-11 NEW TO LIST
BAC5719 - 1/19/23 1-12 NEW TO LIST
BAC5719 - 1/19/23 1-4 NEW TO LIST
BAC5719 - 1/19/23 1-5 NEW TO LIST
BAC5719 - 1/19/23 1-6 NEW TO LIST
BAC5719 - 1/19/23 1-9 NEW TO LIST
BAC5719 - 1/19/23 1-7 NEW TO LIST
BAC5719 - 1/19/23 1-8 NEW TO LIST
BAC5719 01 1/19/23 DCNPSO 012409 01 NEW TO LIST
BAC5730 V 9/20/23
BAC5730 01 9/20/23 DCNPSO 023280 01
BAC5730 0 1/20/23 8-20 8-20 Rev Departure to BAC5730 VSHOT PEENING
BAC5730 0 1/20/23 9-10 SHOT PEENING
BAC5730 - 1/20/23 1-3
BAC5730 A 9/20/23 1-4
BAC5730 A 9/20/23 1-5
BAC5730 - 9/20/23 1-6 NEW TO LIST
BAC5736 AE 10/12/23 APPLICATION OF CHEMICAL AND SOLVENT RESISTANT FINISHES

BAC5736 01 10/12/23 DCNPSO 024456 01 BAC5736 DOCUMENT CHANGE NOTICE

BAC5736 0 1/19/23 6-209
BAC5736 0 1/19/23 6-196
BAC5736 0 1/19/23 8-6 APPLICATION OF CHEMICAL AND SOLVENT RESISTANT FINISHES
BAC5736 - 1/19/23 1-11 NEW TO LIST
BAC5736 - 1/19/23 1-10 NEW TO LIST
BAC5736 B 1/19/23 1-14 NEW TO LIST
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BAC5736 A 1/19/23 1-15 NEW TO LIST
BAC5736 A 1/19/23 1-12 NEW TO LIST
BAC5736 A 1/19/23 1-13 NEW TO LIST
BAC5736 - 3/22/23 1-17 NEW TO LIST
BAC5748 W 5/15/23 NEW REV
BAC5748 0 1/20/23 8-10
BAC5748 0 1/20/23 8-11
BAC5748 - 1/20/23 1-5 NEW REVISION/ABRASIVE CLEANING, DEBURRING, AND FINISHING
BAC5748 A 1/20/23 1-6
BAC5748 - 5/15/23 1-7 NEW TO LIST
BAC5748 01 5/15/23 DCNPSO 024160 01 NEW REV 
BAC5753 AB 1/20/23 CLEANING, DESCALING AND SURFACE PREPARATION OF TITANIUM AND TITANIUM ALLOYS
BAC5753 01 1/20/23 DCNPSO 023139 01 BAC5753 DOCUMENT CHANGE NOTICE
BAC5753 0 1/20/23 6-182
BAC5753 0 1/20/23 6-183
BAC5753 0 1/20/23 6-184
BAC5753 0 1/20/23 6-185
BAC5753 0 1/20/23 6-189
BAC5753 0 1/20/23 8-11
BAC5753 0 1/20/23 9-73
BAC5753 - 1/20/23 1-6 NEW REVISION/CLEANING, DESCALING AND SURFACE PREPARATION OF TITANIUM AND TITANIUM ALLOYS
BAC5753 - 1/20/23 1-10 NEW TO LIST
BAC5753 A 1/20/23 1-9 NEW TO LIST
BAC5753 - 1/20/23 1-11 NEW TO LIST
BAC5753 - 1/20/23 1-7 NEW TO LIST
BAC5753 - 1/20/23 1-8 NEW TO LIST
BAC5786 N 1/20/23
BAC5786 01 1/20/23 DCNPSO-005981_01 Rev 01 Engineering Order to BAC5786 Rev N
BAC5786 0 1/20/23 6-68
BAC5786 0 1/20/23 9-5
BAC5786 0 1/20/23 9-6
BAC5786 0 1/20/23 6-61
BAC5786 0 1/20/23 6-64
BAC5845 W 4/2/24 NEW REVISION / APPLICATION OF POLYURETHANE TOPCOAT
BAC5845 01 4/2/24 DCNPSO 026180 01
BAC5845 0 1/20/23 6-73
BAC5845 - 1/20/23 1-7
BAC5845 - 4/2/24 1-8 NEW TO LIST
BAC5845 - 4/2/24 1-9 NEW TO LIST
BAC5882 R 1/20/23 NEW TO LIST
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BAC5882 01 1/20/23 DCNPSO 022724 01 NEW REVISION/APPLICATION OF URETHANE COMPATIBLE PRIMER
BAC5882 - 1/20/23 1-8 NEW TO LIST
BAC5882 - 1/20/23 1-7 NEW TO LIST
BAC5882 - 1/20/23 1-6 NEW TO LIST
BAC5882 - 1/20/23 1-9 NEW TO LIST
BAC5928 K 1/20/23 THERMAL CUTTING OF METALS

BAC5928 0 1/20/23 6-9 THERMAL CUTTING OF METALS
BAC5928 0 1/20/23 8-2 NEW TO LIST
BAC5928 0 1/20/23 9-3 NEW TO LIST
BAC5946 AD 1/19/23 TEMPER INSPECTION OF ALUMINUM ALLOYS   

BAC5946 01 1/19/23 DCNPSO 022570 01 BAC5946 DOCUMENT CHANGE NOTICE

END OF DOCUMENT SECTION - BOEING - INSERT ANY ADAPTATIONS ABOVE THIS LINE


